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M.S.T.C. TEST REPORT T22-00009/0001

Company: | Reglin Rubber
Sample Description: | FRAS Sheeting/Skirting/Lagging — black rubber
Intended Use: | Minor Conveyor Accessories  [Refer to MDG3608, Sect. 3.3]
Sample No.: | T22-00009/0001

Fig. 1: Sample material

SUMMARY

The material complied with the Ignitability and Flame Propagation Characteristics (Finger Burn
Test) requirements of MDG3608, 3.3.1.1.

The material complied with the Oxygen Index requirements of MDG3608, 3.3.1.2.

The material complied with the Electrical Resistivity requirements of MDG3608, 3.3.1.3
(- samples 12.5 mm thick).
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Clause 3.1.2 of MDG3608 states that all conveyor belting (Grade S) and conveyor accessories must be re-tested at least every 5
years and whenever a change in the formulation, raw-material supply, manufacturing process or manufacturing location occurs.
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